LANL Engineering Standards Manual OST220-03-01-ESM Chapter 13, Welding
Section WFP 2-10 — Welding Fabrication Procedure Rev. 0, 8/16/04
Attachment 1, Non-Code Weld Profiles and Sizes

NON-CODE
WELD PROFILES AND SIZES

Acceptable Fillet Weld Profiles

Desirable Fillet Weld Profiles

Convexity (C) shall not
exceed 0.1 actual size

- 0.03 inches.

Unacceptable Fillet Weld Profiles
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